VISHWAKARMA REFRACTORIES PVT LTD

Works: Plot No. 6, 6A & 7, TAMAKA INDUSTRIAL AREA, KOLAR - 563 101, KARNATAKA

LIST OF TESTING EQUIPMENTS

. . . Equipment Number of
SI. No. Details of Equipments Capacity Supplier Equipments Remarks
1 |AirOven 300°C CHANDA 1 For drying of samples & test
specimens
For fusion of samples for
o chemical analysis, LOI
2 Muffle Furnace 1200°C CHANDA 1 . .
determination & Proximate
analysis of coal
Hari Machines For determination of
3 PCE Furnace 2000°C 1 Pyrometric Cone Eqgivalent
Ltd . .
(Fusion Point)
o Hari Machines For determination of
4 RUL Furnace 1700°C Ltd 1 Refractoriness Under Load
5 PLC Furnace 1700° C BYSAKH 1 For determm.atlon of
Permanent Linear Change
6 HMOR Furnace 1400° C [FC 1 For determination of Hot
Modulus of Rupture
7 IFC Furnace 1400° C IFC 1 an: Alkali ReSIStance Test &
Firing of trial samples
o For determination of
8 TC Apparatus 1000°C INDU 1 Thermal Conductivity
o SERRRVEWEL . .
9 Hot Plate 300°C INSTRUMENT 1 For chemical analysis
10  |Electri Heater 300°C GUPTA 1 For Porosity determination
by boiling water method
11 |Flame Photometer ) Photo Electric 1 For the determination of
Instruments Alkalies
For determination of Cold
12 |CCS Machine 1000 KN AMIL 1 Crushing Strength & Cold

Modulus of Rupture
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13  [Chemical Balance 200g (1 mg CITIZEN 1 For chemical analysis
accuracy)

14  |Physical Balance 200 g ADAIR DUTT 1 For Porosity determination

by boiling water method
. ESHWAR Weighment of bricks & other

15 |Digital Balance 30Kg ENTERPRISES 1 materials
For Fe,0; & TiO

16 |Colorimeter : SYSTRONICS 1 orreats & T
determination

17  |Optical Pyrometer 2000°C ;FI\?DS;‘{NIWAL 1 For RUL determination

18 |Planetary Mixture 3Kg - 1 For Castable mixing

: . EIRICH s

19 |Intensive Mixer 10 Kg TRANSWEIGH 1 For Castable mixing
For setting time

20 |Vicat Apparatus - AMIL 1 determination of high
Alumina Cements

21 |Standard Sieves 4 Mesh to 325 MJAYANT 1 Set For sieve analysis of
castables & mortars




